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CHINA STEEL CORPORATION

FERE AT EE A5
1 CHUNG KANG ROAD HSIAO KANG, KAOHSIUNG 81223
TAIWAN, REPUBLIC OF CHINA

CHINASTEEL TEL: (07)802-1111 FAX: (07)802-2511, (07)801-9427
E-mail: t21lmae@mail. csc. com tw
FOO049-01  COMPANY REGISTRATION NUMBER: 30414175 0207
kP o5 ST RMA A R A B | MAGNETIC COIL (NON-ORIENTED)
csow | TUS YANG INDUSTRIAL CO., LTD YT BRE G
TTv WL wd = N
[“{)’EEE NO PW76986651 CERTIFICATE NO 100901F0049
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K 4 45| CSC BOCS1300 (BOA1300), COATING: CBN8. o 22208200 I LWL JADBTTA
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SPEC. SUIPPING DATE | Aug, 31, 2021 1/c 1SSIE DATE | SEP. 01, 2021
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v | CSC MILL INSPECTION T/C | 01 it Noﬁ
R -t ¥05 | *30 | %32 4k pe % CHEMICAL COMPOSITION %
Rl anmm|  DUENSIONS | %| we | smumms | wrmy | ® | % | ron T ]
8 E TR | EA|Z| s = | & |wis/ C|Mn|P|S|SilCuNi|Cr|Al 23
e mick | wom | ieeri QTY| kg |HEAT| COIL NO. |SAMPLE ID. BSO | 50 3 9] 3 3 9 EM
- LABEL NO. | mm mm mm 30T | T. |W/kq X10(X101X10/X10 10 X10 ARK
001WA22214 | 0.500/  1200( COJL| 1] 5, 530JMGB77B6063731 3606373 57| 1. 75| 5. 74 2| 29[ 89| 5| 68
561031 . i . | 1| 6,660Ma640[10861371 (1086137 57| 1. 75| 5. 80 3 32| 87| 4 69
561032 ” . ., | 1 6, 660Ma64010861372  [1086137 57| 1. 75| 5. 80 b I I
561033 . . . | 1 6 600M&640/10861373 (1086137 57| 1. 75| 5. 80 TN
561046 ! ! . | 1] 6 685M3655110861511  [1086151 56| 1. 75| 5. 70 3| 29| 88 3| 68
561047 1 6, 6O0MGB5510861512 1086151 56| 1. 75| 5. 70 S R L
TOTAL: 6| 38, 825
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WE HEREBY CERTIFY THAT MATER|AL DESCRIBED HEREIN HAS BEEN MANUFACTURED AND
TESTED WITH SATISFACTORY RESULTS IN ACCORDANCE WITH THE REQUIREMENT OF THE
ABOVE MATERIAL SPECIFICATION
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